Laboratory Bulk Asbestos Test Report

Client: EHS Partnership Ltd.
Address: Unit 18-8980 Fraserwood Court Bumaby, BC V5J 5H7
Project Name: 312/324 Main Street, Vancouver

Environmental, Geotechnical and Materials Professionals Project Number: / P.O. Number: BC007-0157-01
Date Analyzed: 03/29/12 Page Number: 1 of 1
Analytical method: voﬁgz microscopy using dispersion mﬁma@k EPA/600/R-93/116 )
Sample Laboratory Sample Type of Percentage of Other Percentage of Type of
I.D. Number L.D. Number Color Asbestos Asbestos Fibers Other Fibers Material
_ S4-17 _12B-05379 Pink | & 1 W 7T EmE <1.0 __Stipple Coat
_ S4-18 12B-05380 | _Pimk |  ND W @00 1 el 0 <0 | Stipple Coat
_ S4-19 _12B-05381 _ _Grey J = ND N @0 ] ND _ND | Gow
- S4-20 _12B-05382 | = Black N ND | N = ] CEUL | <10 | Caulking
3 S4-21 | 12B-05383 Grey | ND |  ND | ND |  ND | Mortar
| . S4-22 | 12B-05384 | Grey — ~___ND - ___ND _ FBBL | 850 | Ceiling Tile |
i ~ S4-23 | 12B-05385 Brown e RN ~__ND J €8l | 28 Mastic
 S4-24 | 12B-05386 _Tan | N L TN CELL | 300 ___CeilingTile
. S4-26 _12B-05387 _ __Black - ____ND 4 N ] CHIL | <10 __Mastic
S4-27 | 12B-05388 |  Tan/White | ND |  ND | CELLUFBGL | 40.0/200 " | Ceiling Tile
L S4-29 | 12B-05389 ‘White/tan N | ND _ND | ~ ND | PlasterMud
~ S4-30 | 12B-05390 Whitetan | =~ ND _____ND ] ] ND | ND _ PlasterMud
= - S4-31 ~12B-05391 _ Grey K ND . ND 41 N __ND ___FireStop
S4-32 12B-05392 | Tan ) ND ] N = | CELUFBGL 10.02.0 . | Insulation

Abbreviations: ND-None Detected. Asbestos Type: ACTN-Actinolite, AMOS-Amosite, ANTH-Anthophyliite, CHRY-Chrysotile, CROC- Crocidolite, TREM-Tremolite. Other Fibers: CELL-Cellulose, FBGL-Fiberglass/Mineral wool,
ANML-Animal, SYNTH-Synthetic, MNRL-Non-Asbestiform Mineral, OTHR-Other. Trace: <0.25%

NOTE: Materials containing heavy binders, égg.ﬂgggngigggﬁg. or a non-asbestos containing material based soley on PLM analysis. Such materials
include, but are not limited to: floor tiles, plasters, caulking, and joint compounds.
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Date Received: | 312812012 Y

Tumaround Time: | = %P@@ Analyst Signature: %\7 Gx» gr,
Reportlssue Date: 372012012 Helen M. Bray, Microscopist
Sample Set Number: | 72.32014.7495|LAB CODE: 200471-0 Unsigned reports have not yot been prootread, and not be

ATC Associates, Inc. 11121 Canal Road Cincinnati, OH 45241 Tel: 513.771.2112 Fax: 513.782.6908
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Laboratory Bulk Asbestos Test Report

Client: EHS Partnership Ltd.
Address: Unit 18-8980 Fraserwood Court Burnaby, BC V5J 5H7

Project Name: 312/324 Main Street, Vancouver
Environmental, Geotechnical and Materials Professionals Project Number: / P.O. Number: BC007-0157-01
Date Analyzed: 03/29/12 Page Number: 1of 1

Analytical method: Polarized light microscopy using dispersion staining ( EPA/600/R-93/116 )

Sample Laboratory Sample Type of Percentage of Other Percentage of Type of
1.D. Number I1.D. Number Color Asbestos Asbestos Fibers Other Fibers Material
8501 | 12B-05338 | “Grey 1T ND - ND | CELUFBGL | 25050 |  Insulation
~ S5-02 | 12B05339 |  Grey |  ND | ND | CELUFBGL | 25050 |  Insulaton |
S$5-03 12B-05340 |  Grey ! ND | ~~  ND | CELUFBGL | 25.0/15.0 ~ Insulation
S5-04 | 12B-05341 Grey ND | I _ND ]  ND ) (il ND |  Plaster
1. S505 | 12B-05342 Black ND N =} CELL | <10 Mastic
8507 | 12B-05343 | _Grey | ] ND | ~~ ND 1 €81 7 '<1.0 | Drywall Joint Comp..
S5-08 12B-05344 |  White ] ~ND | ND _  CELL | <10 | Drywall Joint Comp.
S5-09 12B-05345 |  White/Grey i ND | ND |1 ND |  ND Plaster/Mud |
e S5-10 ) 12B-05346 White ND | ~~  ND_ CELL N S 10.0 _ Texture Coat
'S5-11 12B-05347 Tan CHRY 100 | ND |  ND | stipple Coat
85-12 ~12B-05348 | _Grey & ~ND 4 N O] W 1 ND | _ Plaster |
[ S$5-13 12B-05349 _Tan | ~~~ND 4 ~ND | CELUFBGL | 600100 | CeilingTie
~ S6-01 12B-05350 | White/Grey . ND ~__ND i ND ND Plaster/Mud

'S6-02 12B-05351 White/Grey ND | ND | ND | ND | PlasterMud

Abbreviations: ND-None Detected. Asbestos Type: ACTN-Actinolite, AMOS-Amosite, ANTH-Anthophyllite, CHRY-Chrysotile, CROC- Crocidolite, TREM-Tremolite. Other Fibers: CELL-Cellulose, F FBGL-Fiberglass/Mineral wool,
ANML-Animal, SYNTH-Synthetic, MNRL-Non-Asbestiform Mineral, OTHR-Other. Trace: <0.25%

NOTE: Materials containing heavy binders, small asbestos fibers, or heterogenous asbestos content shouid not be deemed absent of asbestos, or 2 2 non-asbestos containing material based soley on PLM analysis. Such materials
include, but are not limited to: floor tiles, plasters, caulking, and joint compounds.

Reported percentage of asbestos is based upon a calibrated visual estimate of area. “Denotes that the asbestos content was verified with point counting. **Denotes that the asbestos content was verified by gravimetric
reduction.(EPA/600/R-93/116) Samples that contain discreetly identifiable layers will be analyzed and reported separately, if any layer is found to contain asbestos. When no asbestos is detected in any layer of a sample, or
separation of layers is impossible, the sample will be reported as a composite sample. All samples will be held for 60 days before disposal, unless otherwise requested.

This report relates only to items tested and makes no statement as to the location the samples were collected from, or the contents of surrounding materials. This report shall not be reproduced except in full, without written approval of
this lab. Use of the NVLAP logo must not be used to claim product certification, approval, or endorsement by NVLAP, NIST, or any agency of the Federal Government.

e N Z@E&@ Analyst Signature: %\F@* e~

xouo:_wwcmo»s_ ensol_ Io.m:_s_w..& z_oqomoovﬁ ,_
Sample Set Number: | 72.32014.7434|LAB CODE: 200471-0 Unaigpred mperts Sove sot yet heow prociess, aud siestd ast be cansid
ATC Associates, Inc. 11121 Canal Road Cincinnati, OH 45241 Tel: 513.771.2112 Fax: 513.782.6908
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